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Abstract 

Acetone is an important solvent and widely used in the synthesis of drugs and polymers. Currently, acetone is mainly 
generated by the Cumene Process, which employs benzene and propylene as fossil raw materials. Phenol is a co-
product of this synthesis. However, this ketone can be generated from ethanol (a renewable feedstock) in one-step. 
The aim of this work is to describe the influence of physical–chemical properties of three different catalysts on each 
step of this reaction. Furthermore, contribute to improve the description of the mechanism of this synthesis. The 
acetone synthesis from ethanol was studied employing Cu/ZnO/Al2O3,  Ce0.75Zr0.25O2 and  ZrO2. It was verified that 
the acidity of the catalysts needs fine-tuning in order to promote the oxygenate species adsorption and avoid the 
dehydration of ethanol. The higher the reducibility and the  H2O dissociation activity of the catalysts are, the higher 
the selectivity to acetone is. In relation to the oxides, these properties are associated with the presence of O vacancies. 
The  H2 generation, which occurs during the TPSR, indicates the redox character of this synthesis. The main steps of the 
acetone synthesis from ethanol are the generation of acetaldehyde, the oxidation of this aldehyde to acetate species 
(which reduces the catalyst), the  H2O dissociation, the oxidation of the catalyst producing  H2, and, finally, the ketoni-
zation reaction. These pieces of information will support the development of active catalysts for not only the acetone 
synthesis from ethanol, but also the isobutene and propylene syntheses in which this ketone is an intermediate.
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Background
Acetone is an important solvent and widely used in the 
synthesis of drugs and polymers. The most significant 
industrial application of this ketone is the manufacture 
of the precursor for the synthesis of methyl methacrylate 
and meta-acrylic acid, which are monomers of polymers 
highly demanded nowadays. It is also employed in the 
synthesis of bisphenol-A (BPA polycarbonate), methyl 
isobutyl ketone and isopropanol among others [1]. Cur-
rently, acetone is mainly generated by the Cumene Pro-
cess, which employs benzene and propylene as fossil raw 
materials. Phenol is a co-product of this synthesis [2].

At presents, ethanol is considered a special platform 
molecule [3, 4] since it can produce many chemicals 

employing one-pot processes and multifunctional cata-
lysts. Acetone [5], ethyl acetate [6–9], n-butanol [10, 
11], acetic acid [12], propylene [13], isobutene [14] and 
1,3-butadiene [15] are good examples of these syntheses.

The acetone synthesis from ethanol is quite interesting 
because not only this alcohol is a renewable feedstock, 
but also it does not generate phenol as a by-product.

Recently, both Iwamoto [13] and Liu et  al. [14] have 
suggested that acetone is the intermediate of the propyl-
ene and isobutene syntheses from ethanol, respectively. 
Surely, the understanding of the acetone synthesis will 
support future developments related to these subjects.

Reaction 1 shows the synthesis of acetone from ethanol:

Many different catalytic compositions have been 
employed for this synthesis. Murthy et  al. [16] studied 

(1)

2 C2H5OH + H2O → CH3COCH3 + CO2 + 4H2
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catalytic systems based on Fe, i.e.,  Fe2O3–ZnO,  Fe2O3–
CaO and  Fe2O3–Mn. Nakajima et  al. [17–19] worked 
with mixed oxides based on Fe–Zn and Zn–Ca, which 
showed high activities and selectivities to acetone. Fur-
thermore, Nishiguchi et  al. [20] investigated the etha-
nol reforming reaction and noticed that acetone is a 
by-product when employing Cu/CeO2. Bussi et  al. [21] 
verified that Cu/La2Zr2O7 produced high yields of ace-
tone. Finally, Idris and Seebauer [22] and Yee et  al. [23] 
studying ethanol reactions observed that Pd/CeO2 and 
 CeO2 also synthesize acetone.

As envisioned, some physical–chemical properties of 
the catalysts might be relevant for the acetone synthe-
sis. However, there are very few correlations between 
the properties mentioned above and their catalytic 
performance.

Moreover, despite the pieces of information available 
the reaction steps related to the acetone synthesis from 
ethanol have not been well established yet.

Rodrigues et al. [5], using physicals mixtures composed 
of Cu/ZnO/Al2O3 + ZrO2 and other oxides, IR spectros-
copy and catalytic tests at different experimental condi-
tions, proposed the following reaction system. Firstly, 
ethanol is dehydrogenated to acetaldehyde on Cu surface; 
secondly, it migrates to the oxide surface and is oxidized 
to acetate (carboxylate species); finally, these species 
condensate and generate acetone and  CO2. In order to 
regenerate the oxide surface (Mars and Van Krevelen 
mechanism, [24]), it was suggested that  H2O should be 
dissociated on the Cu surface generating oxidant species 
which then migrate to the oxide and regenerate its sur-
face. This proposal is based on the works of Idris & See-
bauer [22], Yee et al. [23], and also on the research carried 
out by Voss et al. [25], which is related to the oxidation of 
ethanol employing  H2O as an oxidant agent.

Recently, Iwamoto [13] studying the propene genera-
tion from ethanol proposed two different mechanisms 
for the acetone synthesis. This author suggested that 
when Sc/In2O3 is employed as a catalyst, ethanol gen-
erates acetaldehyde, which is then oxidized by  H2O or 
surface hydroxyl groups to acetic acid. After that this 
compound reacts producing acetone and  CO2 by the 
ketonization reaction. When the catalyst is  Y2O3–CeO2, 
acetaldehyde is converted to ethyl acetate and then this 
ester decomposes to form acetic acid and ethene. Finally, 
this acid synthesizes acetone and  CO2 by the ketoniza-
tion reaction.

Rodrigues et  al. [5] analyzed the acidity and basicity 
of physical mixtures composed of Cu/ZnO/Al2O3 and 
oxides. However, due to the adsorption of acetaldehyde 
generated by Cu/ZnO/Al2O3 on the oxides (described 
below), it was not possible to fully describe the role of 
these properties. Moreover, the proposed mechanism 

suggests oxi-reduction steps and employs  H2O as an oxi-
dant agent. Thus, it will be relevant to analyze the role 
of the  H2O dissociation step and redox properties of the 
catalysts in the acetone synthesis.

As a result, the aim of this work is twofold: firstly, show 
the influence that the physical–chemical properties of 
three different catalysts have on the acetone synthesis 
steps and, secondly, employing these pieces of informa-
tion together with the data generated by the TPSR fol-
lowed by IR-MS improve and confirm the mechanism 
proposed by Rodrigues et al.

Results and discussion
Three catalysts were employed in this work. Two of 
them commercial catalysts, (CuO/ZnO/Al2O3, CZA) 
and monoclinic  ZrO2), as described in the methodol-
ogy, and a third one was synthesized in the laboratory 
 (Ce0.75Zr0.25O2, CeZr).

The CeZr catalyst was analyzed by Raman spectros-
copy and XRD, which confirmed that the mixed oxide 
was synthesized, i.e., Zr is in the lattice of  CeO2 [26].

Figure 1 shows the selectivity to acetone, acetaldehyde, 
ethylene and  CO2 at isoconversion (~35%), employing 
CZA,  ZrO2, CeZr, CZA + ZrO2 (1:1) and CZA + CeZr 
(1:1). Table  1 depicts the generation rates of the same 
compounds using CZA,  ZrO2 and CeZr. It also exhib-
its the ratio between the oxygenate compounds synthe-
ses and ethanol total consumption rates  (Roxyg), the ratio 
between the ethylene formation and ethanol total con-
sumption rates  (Rolef), and, the ratio between the acetone 
generation and the oxygenate compounds syntheses rates 
 (Racet). The catalytic tests produced  H2 and very small 
amounts of methane, CO and propylene as well. The 
ethanol conversions of  ZrO2 and CeZr are stable during 
12 h (time on stream), whereas CZA exhibits a decrease 
of the conversion in the first 2 h and after that it remain 
stable (~10  h), (see Additional file  1: Figure S1). Thus, 
the deactivation phenomenon is not relevant at these 

Fig. 1 Selectivities to acetone, ethene, carbon dioxide, acetaldehyde 
of CZA, CeZr,  ZrO2 and CZA + CeZr, CZA + ZrO2 at ethanol isoconver-
sion (~ 35%)
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experimental conditions. The results presented below 
were analyzed considering the acetone synthesis steps 
described in the background. 

The dehydrogenation versus the dehydration of ethanol
Taking  Roxyg and  Rolef values (Table  1) into account and 
employing  ZrO2 as catalyst, it can be said that when 
1  mol of ethanol reacts 54% is transformed into ethyl-
ene and the remaining 46% into oxygenated compounds. 
When using CeZr, it can also be inferred that, at the same 
conditions, 6% of the mols of ethanol are transformed 
into ethylene and 94% into oxygenated compounds. On 
the one hand,  ZrO2 is more active than CeZr for the 
dehydration of ethanol. On the other hand, CeZr is much 
more active for the syntheses of the oxygenate com-
pounds when compared with  ZrO2.

The first step of the acetone synthesis is the acetalde-
hyde generation. As can be observed (Table  1), CZA 
shows high rate of acetaldehyde generation. Considering 
that Cu is the main component of this catalyst, it can be 
suggested that this aldehyde is generated by the dehydro-
genation of ethanol on the  Cuo surface [8]. This catalyst 
shows very low selectivity to ethylene.

The oxides, i.e., CeZr and  ZrO2 generate acetaldehyde 
(Table 1). They also produce acetone and  CO2 from this 
aldehyde. Di Cosimo et  al. [27] described the mecha-
nism of the acetaldehyde synthesis on oxides according 
to the following steps: firstly, the H of the OH of ethanol 
is abstracted by a strong basic site generating ethoxide 
species, which are then adsorbed on acid sites. The gen-
eration of ethoxide species occurs on a pair of sites being 
one acid and the other one a strong base. Then, α-H is 

abstracted from the ethoxide species by another strong 
basic site and acetaldehyde is obtained. The  ZrO2 and 
CeZr oxides show acid and strong basic sites (Table  2). 
Thus, the acetaldehyde generation of these oxides can be 
associated with their acidity and basicity.

Moreover, the acetone synthesis occurs in a redox 
environment (see “Background” section). Therefore, the 
acetaldehyde synthesis by the oxidative dehydrogenation 
of ethanol cannot be ruled out neither for CZA nor the 
oxides [28].

Table 1 depicts that CeZr and  ZrO2 generate ethylene. 
This olefin is obtained by the dehydration of ethanol. 
Considering that CeZr and  ZrO2 do not show Brönsted 
acid sites, two mechanisms can be proposed:  E1cB and 
E2. Both are associated with pairs of Lewis acid and basic 
sites [27]. The former mechanism is related to strong 
basic and weak acid sites. Initially, ethoxide species are 
generated. After that another basic site abstracts a β-H 
of the ethoxide producing ethylene. The E2 mechanism 
is related to the simultaneous abstraction of OH and β-H 
by a pair of acid and basic sites. According to Parrot et al. 
[29], for the E2 mechanism, the higher the strength of 
the acid sites, the lower the activation energy for the β-H 
abstraction is, and consequently, a higher rate of ethylene 
synthesis is observed.

Table  1 depicts that  ZrO2 shows a higher ethylene 
generation rate than CeZr. Comparing  ZrO2 with CeZr 
(Table 2), it can be inferred that the former exhibits not 
only a higher density of acids sites, but also stronger acid 
sites than those of CeZr, as indicates the upward shift of 
the 8a vibration ring of the piridine adsorption (δA) [30], 
whereas both oxides show the same density of strong 

Table 1 Kinetic data

Acetone  (race), acetaldehyde  (ract), ethylene  (ret) and  CO2  (rCO2) formation rates (µmolg−1
cat min−1). Ratio between the rates of ethanol consumption for oxygenate 

syntheses and ethanol total consumption  (Roxyg), ratio between the rates of ethylene formation and ethanol total consumption  (Rolef) and ratios values between the 
acetone generation rate and the oxygenated formation rate  (Racet)

Samples race ract rco2 ret Roxyg Rolef Racet

ZrO2 5.4 4.9 5.7 18.6 0.46 0.54 0.34

CeZr 15.0 12.8 18.2 3.1 0.94 0.06 0.33

CZA 0.0 619.4 3.1 0.0

Table 2 Physical-chemical properties of the catalysts

Specific surface area (S), densities of basic sites  (DB, weak, W; medium, M; and strong, S), optical densities of the band at 1445 cm−1 obtained by pyridine adsorption at 
25 °C  (DA) and the shift values of the 8a mode (δA)

Samples S m2g−1 DB μmolg−1 DA u.a.g−1 δA cm−1

W M S 

m-ZrO2 110 73 92 99 184 20

CeZr 123 43 71 103 60 14

CZA 114 14 8 – ~0 –
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basic sites. It can be suggested that it is the acidity which 
controls this catalytic behaviour. These oxides may follow 
the E2 mechanism.

As is well known, the acetaldehyde generation is the 
first step of the acetone synthesis. Thus, the selectivity to 
acetone is associated with the competition between the 
dehydration and dehydrogenation of ethanol. In the case 
of CeZr and  ZrO2, Tables 1 and 2 show that the higher 
the acidity of the catalyst, the lower the rates of acetone, 
 CO2 and acetaldehyde synthesis are. Thus, the acid and 
basic properties of the catalysts are relevant properties 
for the synthesis of this ketone from ethanol.

In the case of CZA, as almost only acetaldehyde is 
observed, the dehydration versus dehydrogenation com-
petition seems not to be relevant.

The redox step
The redox step and the oxides (CeZr and  ZrO2)
The second step of the acetone synthesis is related to the 
oxidation of acetaldehyde to acetate species (the redox 
step) [5].

Figure  1 shows that adding  ZrO2 or CeZr to CZA 
(physical mixtures) once again acetone,  CO2, acetal-
dehyde and ethylene are generated. It is interesting to 
observe that the physical mixtures show very low selec-
tivity to ethylene and high selectivities to acetone when 
compared with the oxides.

According to the mechanism proposed by Rodrigues 
et al. [5], acetaldehyde is mainly generated on CZA and 
then it migrates to the oxide. The adsorption of acetalde-
hyde on the acid sites of these oxides hinders the dehy-
dration reaction. This adsorption might be the reason for 
the low selectivity to ethylene and high towards acetone 
as observed in the case of the physical mixtures when 
compared to CeZr and  ZrO2.

Thus, using physical mixtures it is possible to com-
pare the catalytic behavior of  ZrO2 and CeZr without the 
interference of their acid properties.

On the one hand, the physical mixture comprising of 
CZA + CeZr generates higher selectivity to acetone and 
 CO2 than the one composed of  ZrO2. On the other hand, 
CZA  +  ZrO2 shows higher selectivity to acetaldehyde 
than the one comprised of CeZr (Fig. 1).

Considering that acetaldehyde is mainly generated on 
CZA and these oxides might show the same behavior for 
the ketonization reaction (same density of strong basic 
sites, see the next topic), it can be suggested that the cata-
lytic behavior of these physical mixtures is associated 
with the acetaldehyde oxidation rate (the redox step) [5]. 
This rate seems to be slower for  ZrO2 when compared 
with CeZr.

The WGS reaction (water gas shift reaction) and the 
redox step of the acetone synthesis are very similar. Both 

refer to the oxidation of CO to COO species employing 
O species generated by the  H2O dissociation.

Since the 90s, the WGS reaction mechanism employing 
Pt and other metals supported on reducible oxides has 
been subject to discussion. Nowadays, the Redox mech-
anism seems to prevail [24, 31–34]. The WGS Redox 
mechanism refers to the Mars Van Krevelen mechanism 
[24]. In short, firstly, the O (oxide) of interface metal-
reducible oxidizes CO to  CO2. After that,  H2O is dissoci-
ated on the interface and reoxidizes the oxide.

According to Rodrigues et al. [5]  H2O is dissociated on 
 Cuo (CZA) during the acetone synthesis when employ-
ing CZA  +  ZrO2. The oxidant species generated from 
this dissociation might spillover toward the oxide and 
then reoxidize it (reduced by acetaldehyde). Figure  2 
exhibits the TPD-H2O of CeZr,  ZrO2 and CZA. It can be 
observed that CZA generated a large peak of  H2. Thus, 
this catalyst is very active for the  H2O dissociation when 
compared with CeZr or  ZrO2.

In the case of the physical mixtures, the oxidant agent 
is mainly supplied by the dissociation of  H2O on  Cuo, 
which occurs equally for both mixtures. Therefore, the 
catalytic performance of the physical mixtures is related 
to the acetaldehyde oxidation or, in other words, to the 
reduction of the oxides.

Figure 3 exhibits the TPR profiles of the catalysts. The 
mixed oxide shows a broad peak with a maximum at 
489 K and a shoulder at 573 K, whereas only a tiny peak is 
noticed for  ZrO2. It can be deduced that the reducibility 
of CeZr is much higher than the one of  ZrO2. Therefore, 
the CZA + CeZr and CeZr higher selectivities to acetone 
can be associated with the reducibility of CeZr.

Recently, Zonetti et  al. [31] studying the RWGS reac-
tion showed that the WGS Redox mechanism can also be 

Fig. 2 TPD-H2O over CeZr,  ZrO2 and CZA
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considered for some oxides or mixed oxides without the 
presence of metal. Thus, the dissociation of  H2O on the 
oxides is also relevant (see Fig. 2).

Chen et  al. [35] studied the dissociation of  H2O on 
 CeO2. They showed that the adsorption of  H2O on this 
oxide (reduced) creates hydroxyls species, which then 
react desorbing  H2O and generating  Olattice and  Ovacancy. 
These hydroxyl species also react, producing  H2 and 
 Olattice, thus reoxidizing  CeO2. The authors demonstrated 
that the presence of O vacancies on the  CeO2 surface 
promote the formation of  H2. In other words, the O 
vacancies on  CeO2 control the reactivity of the surface 
hydroxyls species.

As it is well known, CeZr and  ZrO2 show superficial 
vacancies. Considering the similarity between the redox 
step and the WGS reaction, it can be proposed that acet-
aldehyde, which is synthesized by these oxides according 
to the mechanism discussed above, is oxidized to car-
boxylate species by the O species of the lattice of these 
oxides, thus reducing them. After that,  H2O is dissoci-
ated on the superficial vacancies of these reduced oxides. 
Then CeZr and  ZrO2 are oxidized and  H2 is desorbed. 
This mechanism suggests that not only the reducibility, 
but also the activity towards the  H2O dissociation of the 
catalysts, are very important properties for the redox step 
of the acetone synthesis.

Figure  2 depicts the TPD of  H2O on the CeZr and 
 ZrO2 reduced samples. It was verified (not shown) that 
the molecular desorption of  H2O occurs from low to 
high temperatures, which is related to the recombina-
tion of hydroxyls species [35]. The  H2 spectra show that 
both oxides generate this gas at low temperature (413 K). 
However, the mixed oxide produces a much higher 
amount of  H2 than  ZrO2 (Fig. 2).

These results (Figs.  1, 2, 3) suggest that CeZr is more 
active for the acetone generation compared with  ZrO2 
not only due to its acid properties, but also its reducibil-
ity and reactivity toward the  H2O dissociation.

The redox step and CZA
Figure  3 shows the TPR profile of CZA. It can be veri-
fied that CuO, the main component of this catalyst, is 
reduced at low temperature.

According to Phatak et al. [36], Fig. 2 exhibits that CZA 
produces a large amount of  H2. It is interesting to verify 
that the first peak of  H2 occurs at very low temperature.

Therefore, it can be proposed that the decomposition 
of  H2O oxidizes  Cuo to CuO. After that, the oxidation of 
acetaldehyde to acetate species might occur on this oxide 
according to the Mars and Van Krevelen mechanism [24]. 
However, the Langmuir–Hinshelwood mechanism, as 
proposed by Voss et al. [25], cannot be ruled out.

When considering the  H2 spectra of  ZrO2 (Fig. 2) and 
its catalytic behavior compared with the one of its physi-
cal mixture, it can be suggested that the dissociation of 
 H2O on CZA generates O species which show mobility 
and promote the redox behavior of  ZrO2, as proposed 
by Rodrigues et  al. [5]. These results support the Lang-
muir–Hinshelwood mechanism for the  H2O dissociation 
on CZA.

Indeed, the copper-based catalyst (CZA) shows a very 
low selectivity to acetone (Fig. 1) and a high one to acet-
aldehyde. It can be suggested that this aldehyde desorp-
tion rate is higher than the one of its oxidation in spite of 
the CZA properties.

The acetone generation step
The ketonization step and the oxides (CeZr and  ZrO2)
The next and last step of the acetone synthesis is the con-
densation of acetate species, which generate acetone and 
 CO2 (ketonization reaction). Strong basic sites promote 
this condensation reaction [37, 38]. Table 2 depicts that 
 ZrO2 and CeZr almost show the same density of strong 
basic sites. Thus, for this step, the oxides might show 
similar behavior.

The ketonization step and CZA
Table  2 depicts that the Cu based-catalyst show only 
weak and medium strength basic sites. It is a well-known 
that strong basic sites promote the ketonization step [37, 
38]. Thus, the rate of the acetate condensation might be 
affected by the basicity of CZA.

When CZA is employed, Table  1 and Fig.  1 exhibit 
that almost only acetaldehyde is generated. However, it 
is worth mentioning that this catalyst, at high residence 
time (500 mg, 60 mL min−1, 673 K), shows high selectiv-
ity to acetone (50%) at high conversion. The selectivities 

Fig. 3 TPR profiles of  ZrO2, CeZr and CZA



Page 6 of 11Rodrigues et al. Chemistry Central Journal  (2017) 11:30 

to acetaldehyde,  CO2 and propene are 25, 10 and 10%, 
respectively. These results show that CZA is able to syn-
thesize acetone. However, it is less active than the oxides.

The Cu based catalyst almost does not show acid sites. 
As well known, acetaldehyde is kept on the surface by the 
acid sites. The low concentration of these species might 
contribute to the acetaldehyde desorption. At high resi-
dence time (see above), the readsorption of acetaldehyde 
might enhance the selectivity to acetone.

The TPSR followed by IR‑MS (DRIFTS) spectroscopies
Aiming at better describing the synthesis of acetone from 
ethanol, CeZr and CZA were analyzed by TPSR (tem-
perature programmed surface reaction) of ethanol fol-
lowed by IR and MS online analyses. Taking into account 
the  ZrO2 similar catalytic behavior when compared with 
CeZr, the TPSR experiments were not carried out for this 
oxide.

Figure 4 shows the IR spectra of the TPSR of ethanol/
H2O on CeZr. The following absorptions are observed 
at the ethanol adsorption and also at low temperature 
in the range of 1200–950 cm−1: 1152, 1117, 1098, 1062, 
1052  cm−1 (Fig.  4a). These bands can be associated 
with the ethanol dissociative adsorption, which gener-
ates ethoxide species. Figure 4a exhibits that as the tem-
perature increases the intensities of these absorptions 
decrease. According to Finocchio et al. [39], the absorp-
tion at 1152  cm−1 can be associated with ethoxide spe-
cies adsorbed on  Zr+4. They also observed the on-top 

and doubly methoxide species adsorbed on  Ce+4 ions. 
Binet and Daturi [40] verified that the reduction of  CeO2 
and  CexZr1–xO2 down shifts the on-top ethoxide absorp-
tions, whereas the doubly bridging ones move to higher 
frequencies. Thus, the vibrations at 1117 and 1052 cm−1 
can be assigned to on-top and doubly bridging vibra-
tions associated with ethoxide species adsorbed on  Ce+4, 
respectively, whereas 1098 and 1062 cm−1 to on-top and 
doubly bridging vibrations of ethoxide species adsorbed 
on  Ce+3, respectively. As a result, ethoxide vibrations 
show that the CeZr surface is partially reduced at the eth-
anol adsorption, and also at higher temperatures.

Figure  4b depicts the TPSR spectra at the 1800–
1200  cm−1 range. The vibrations at 1570, 1440 and 
1414 cm−1 observed from the adsorption of ethanol until 
high temperatures can be assigned to νas(OCO), δas(CH3), 
νs(OCO) of the acetate species, respectively [23] (white 
lines and numbers). The band at 1380 cm−1 (δs(CH3)) is 
also related to the ethoxide species (black line) [23].

Given that the catalyst was previously treated with  H2 
at 723  K (see “Experimental” section) and the simulta-
neous presence of  Ce+4 and  Ce+3 on the catalyst surface 
observed at the ethanol adsorption (IR spectra), it can be 
inferred that CeZr was not completely reduced. Indeed, 
this result is in line with the TPR profile of the catalyst 
mentioned above. Moreover, the acetate species observed 
at the ethanol adsorption (ads, Fig. 4b) show that the O of 
the CeZr surface is able to oxidize ethoxide species even 
at low temperatures reducing the oxide.

Comparing Fig. 4b with 4b (spectra at 323, 423, 523 K) 
it can be verified that as the temperature increases, the 
intensities of the ethoxide species vibrations decrease, 
whereas the ones of the acetate species increase. The O 
of the CeZr surface oxidizes ethoxide species to acetate 
species during the TPSR. After that  H2O might reoxidize 
the oxide surface. As a result,  Ce+3 and  Ce+4 species are 
on the CeZr surface during TPSR (Fig. 4a, spectra at 323, 
423, 523 K).

As the temperature rises the relative intensities of the 
1570, 1440 and 1414 cm−1 absorptions change. Figure 4b 
exhibits that the absorptions intensities ratio between 
1414 and 1570  cm−1 increases as the temperature goes 
up suggesting that there are carbonates on the CeZr sur-
face (Fig.  4b, spectra at 523, 623  K). This occurs due to 
the interaction between CeZr with  CO2. This gas is syn-
thesized by the oxidation of acetate species and/or the 
ketonization reaction.

According to Yee et al. [23], acetate species are trans-
formed in carbonate species during the TPD of  CeO2. 
When it is previously oxidized these authors assigned 
vibrations at 1568, 1341  cm−1 to bidentate carbonate 
and at 1428 cm−1 to symmetric carbonate. When  CeO2 
is previously reduced the same species were observed, Fig. 4 a TPSR, IR spectra of CeZr. b TPSR, IR spectra of CeZr
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i.e., at 1438 (symmetric carbonate), 1538 and 1345 cm−1 
(bidentate carbonate).

Analyzing Fig. 4b and considering that CeZr might be 
partially reduced during the TPSR of ethanol, it can be 
suggested that above 423  K, symmetric and bidentate 
carbonates are on the reduced and oxidized surface of 
CeZr. The small absorption at 1013 cm−1 (Fig. 4a) can be 
also associated with carbonate species (arrow). Accord-
ing to Yee et al. [23] the bands at 1438 or 1428 cm−1 are 
the most intense of the carbonate species, which is in line 
with the changes of the relative intensities of the acetate 
absorptions described above.

At low temperatures, it is possible to observe a peak 
at 1659  cm−1 and a small shoulder around 1169  cm−1, 
which might be both assigned to acetone adsorbed [41]. 
As the temperature increases the intensity of this peak 
(1659 cm−1) decreases suggesting that this ketone is des-
orbed. Moreover, at low temperature a band at 1250 cm−1 
can be assigned to ethanol adsorbed.

The adsorption of ethanol consumed the OH species. 
Adding  H2O, a very broad band at around 3500 cm−1 is 
observed exhibiting the hydroxylation of the catalytic 
surface during the TPSR (spectrum not shown).

Due to the very high concentration of Cu, low intensity 
spectra (DRIFTS) were collected for CZA (not shown). 
However, ethoxide species adsorption at low temperature 
(323 K) and acetate species at higher temperatures were 
observed suggesting that the same reaction steps pro-
posed for the oxides might occur in the case of CZA.

Figure  5 depicts the spectra of the TPSR-MS (etha-
nol/H2O) on the CeZr catalyst. During this experiment, 
it was not possible to observe ethanol and acetalde-
hyde signals. Thus, it can be inferred that these species 

are oxidized very fast. The acetone and  CO2 spectra are 
very similar confirming that both compounds are gener-
ated by the same reaction (ketonization). They show two 
peaks, one at 547 K and another at 720 K.

The  H2 desorption spectrum shows one shoulder at 
412 K (see arrow) and two peaks, one at 610 K and other 
at 722 K. The shoulder might be related to the  H2O disso-
ciation on the reduced sites of the CeZr surface.

The IR spectra show that ethanol adsorbed is promptly 
oxidized to acetate species reducing the catalyst. How-
ever, the acetone and  CO2 first peaks are associated with 
the carboxylate species condensation, which occurs at 
547  K, suggesting that the condensation is slower than 
the oxidation at low temperatures. At this point, the sur-
face might be more reduced than oxidized. After that 
 H2O reoxidizes the CeZr surface  (H2 desorption at 610 K) 
recovering the O of the surface. At this temperature, the 
ethoxide species are all transformed into acetate species. 
Thus, the reoxidation is associated with the recovery of 
the basic sites. Then, the acetate species on the catalyst 
surface condensate again and the  CO2 and acetone des-
orptions are observed at 720 K. At this point, the catalyst 
is reduced. Finally,  H2O reoxidazes the CeZr surface once 
again  (H2 desorption at 722 K).

The water/carboxylate species competition for the 
CeZr sites is depicted by the TPSR spectra. The first 
peak of  H2 (610 K) occurs at a higher temperature than 
the ones of acetone/CO2 (547  K), suggesting that  H2O 
is able to oxidize effectively the catalytic surface only 
when some carboxylate species react, i.e., acetone and 
 CO2 are desorbed. The  H2  s peak almost occurs at the 
same temperature of those of acetone and  CO2 (720 K). 
At this temperature, the concentration of carboxylates 
on the surface is lower and they do not hinder the  H2O 
decomposition.

Figure 6 depicts the TPSR-MS spectra of ethanol/H2O 
on CZA. Carbon dioxide,  H2 and acetone show only one 
peak each at the same temperature (571  K). This result 
indicates that ethanol is dehydrogenated to acetaldehyde 
and  H2O is decomposed on  Cuo. Furthermore, CuO or 
the O adsorbed on  Cuo generated by the  H2O decompo-
sition oxidizes this aldehyde to carboxylate, and, finally, 
acetone and  CO2 are synthesized. However, compar-
ing the intensity ratios of the  CO2 and acetone spectra, 
depicted on Figs.  5 and 6, it can also be suggested that 
acetaldehyde (see Fig.  1; Table  1) might be oxidized to 
acetate and, after that to  CO2 on the Cu based catalyst.

This results show that the oxidation rate of CZA might 
be higher than the ketonization rate at the TPSR condi-
tions. This might occur due to the CZA basic properties 
(Table 1).

The TPSR results are very different from the CZA 
catalytic performance depicted in Table  1 and Fig.  1. Fig. 5 TPSR, MS spectra of CeZr
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However, the experimental conditions are not the same. 
Since the ethanol adsorption occurs at low temperature 
(TPSR, see “Experimental” section), both its oxidation 
and the acetone synthesis are observed (Fig.  6). Indeed, 
a higher amount of ethanol/acetaldehyde might be 
adsorbed at low temperatures.

Comparing the TPSR spectra of Fig. 6 with the ones of 
Fig.  5, it can be observed that the former exhibits only 
one peak for each compound, whereas the latter two 
peaks. This might occur due to the lower amount of eth-
anol adsorbed on CZA when it is compared with CeZr, 
which is probably related to the lower density of acid sites 
of the Cu-based catalyst.

The selectivity to acetone of CZA is determined by its 
basicity and acidity. The former does not promote the 
ketonization reaction and the latter does not keep the 
oxygenate species adsorbed. As the acetaldehyde genera-
tion and desorption occur before the acetate condensa-
tion, the effect of the acidity is more relevant.

The mixed oxide is more active for the acetone genera-
tion when compared with  ZrO2 not only due to its acid 
properties, but also due to its reducibility and reactivity 
towards the  H2O dissociation. The CeZr higher concen-
tration of vacancies promotes its reducibility [30] and the 
 H2O dissociation activity. Thus,  ZrO2 shows lower selec-
tivity to acetone when compared with CeZr not only due 
to its higher acidity, but also owing to its lower vacancies 
concentration.

The ratios values between the acetone generation rate 
and the oxygenated formation rate of  ZrO2 and CeZr are 
very similar (Table 1). These data demonstrate the simi-
lar behavior of the active sites of these two oxides for the 
acetone synthesis. One can suggest that these sites are 
the superficial vacancies of these oxides.

The acidity of the oxides needs to be tuned. The pres-
ence of strong acid sites should not occur as they pro-
mote the dehydration reaction. Moreover, the density of 
the acid sites should be high in order to keep the acetal-
dehyde molecules on the catalytic surface.

The redox environment of the acetone synthesis from 
ethanol when employing CZA, CeZr and  ZrO2 is exhib-
ited by the TPSR followed by the IR-MS spectroscopy.

Conclusion
Acidity, reducibility and the  H2O dissociation activity 
are very relevant catalytic properties for the acetone syn-
thesis from ethanol. In the case of CeZr and  ZrO2, the 
presence of vacancies on the oxides surface is directly 
associated with the reducibility and dissociation of  H2O. 
The acidity of the catalysts of the acetone synthesis from 
ethanol needs fine-tuning in order to promote the oxy-
genate species adsorption and avoid the ethoxide species 
dehydration. The  H2 generation during the TPSR experi-
ments depicts the redox character of this synthesis. It 
was also possible to observe that CeZr is able to generate 
acetaldehyde, then oxidize this aldehyde to acetates spe-
cies and, finally, condensate them to acetone. Moreover, 
CeZr dissociates  H2O, which reoxidizes this oxide. The 
mechanism previously proposed by Rodrigues et  al. [5] 
well describes the acetone synthesis when CZA,  ZrO2 
and CeZr are employed as catalysts.

Experimental
Catalysts
Three catalytic systems were employed:  Ce0.75Zr0.25O2 
(CeZr), monoclinic  ZrO2 and Cu/ZnO/Al2O3 (CZA). The 
mixed oxide (CeZr) sample was synthesized by the copre-
cipitation method at conditions previously described 
[25]. The  ZrO2 and CZA are commercial catalysts sam-
ples. The former was supplied by NORPRO. The compo-
sition of the latter is the following: CuO (60 wt%), ZnO 
(29 wt%) and  Al2O3 (11 wt%). The physical mixtures were 
composed of CZA + ZrO2 and CZA + CeZr. They were 
gently mixed employing a small beaker and a thin glass 
stick. The mass ratio between the CZA catalyst and the 
oxides was 1.0. The particle size of the catalyst and oxides 
was smaller than 0.053 mm.

Characterization
Infrared spectroscopy of adsorbed pyridine
Pyridine adsorption experiments followed by IR spec-
troscopy were carried out to probe acid properties of 
the catalysts using a Nicolet Magna Spectrophotometer. 
The spectra were recorded using thin self-supporting 
wafers (~20 mg). The samples were pretreated at 773 K 
overnight. After that the wafers were submitted to high 
vacuum for 2  h, then to dry oxygen pulses for 1  h and 

Fig. 6 TPSR, MS spectra of CZA
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exposed again to high vacuum for 30 min at 773 K. This 
procedure was repeated 3 times. Pyridine was adsorbed 
at room temperature for 30  min at 2  Torr. The spec-
tra were collected after desorption at 298  K for 1  h 
under high vacuum. The densities of the acid sites were 
obtained considering the absorption around 1445  cm−1 
at 298 K and the wafers weight.

Temperature‑programmed desorption of CO2 (TPD‑CO2)
The experiments were carried out using a micro reactor 
system coupled to a QMS200 Balzers mass quadrupole 
spectrometer (MS). The catalysts (500  mg) were pre-
treated under He flow (50 mL min−1) at 403 K for 30 min. 
Next the samples were reduced at 723  K under 5%  H2/
He flow (50 mL min−1) for 1 h. Finally, the catalysts were 
oxidized at 723  K under 5%  O2/He flow (40  mL  min−1) 
for 1 h. The  CO2 adsorption was conducted at room tem-
perature for 1 h (25 mL min−1). The TPD-CO2 measure-
ments were carried out heating the samples at 10 K min−1 
up to 723 K, under He flow (50 mL min−1). The m/z = 44 
fragment was continuously monitored by MS. The pro-
files were decomposed in Gaussian curves in order to 
quantify the weak, medium and strong basic sites. The 
basic sites, which are assigned as weak, are related to a 
curve which shows a maximum at a temperature lower 
than 443  K; the ones between 443 and 543  K, medium; 
and finally, the ones above 543 K, strong basic sites.

Temperature‑programmed reduction (TPR)
The TPR analyses were performed in a multipurpose 
system. Initially, the catalysts were pretreated under  N2 
flow (30 mL min−1) at 403 K for 30 min. After that the 
samples were reduced at 723  K under 2%  H2/N2 flow 
(30 mL min−1) for 1 h. Then, the catalysts were oxidized 
at 723 K under synthetic airflow (30 mL min−1) for 1 h. 
The analyses were performed using 100  mg of cata-
lysts and 2%  H2/N2 (30 mL min−1), from 303 to 1273 K, 
10  K  min−1, remaining at 1273  K for 30  min. The con-
sumption of  H2 was monitored by a thermal conductivity 
detector (TCD) and the TPR profiles were normalized by 
the samples weight and  H2 signal intensity.

Temperature‑programmed desorption of  H2O (TPD‑H2O)
The TPD-H2O were carried out using a micro reactor 
system coupled to a QMS200 Balzers mass quadrupole 
spectrometer. The samples (500  mg) were pretreated 
under He flow (50 mL min−1) at 403 K for 30 min. After 
that the catalysts were reduced at 723  K under 5%  H2/
He flow (50 mL min−1) for 1 h. Water vapors were gen-
erated by passing He through a saturator at 313  K. The 
 H2O adsorption was conducted at room temperature for 
1  h under  H2O/He flow (50  mL  min−1). The TPD-H2O 
measurements were carried out heating the samples at 

10 K min−1 up to 973 K, under He flow (50 mL min−1). 
The fragments of  H2,  O2,  H2O, CO and  CO2 (m/z =  2, 
16, 18, 28 and 44, respectively) were continuously moni-
tored. The TPD profiles were normalized based on the  N2 
signal intensity.

Temperature programmed surface reaction followed by MS
IR spectroscopies (DRIFTS)—In situ IR studies were 
carried out using a Nicolet iS50 FT-IR spectrometer 
equipped with a MCT/B detector, diffuse reflectance 
assembly chamber (Harrick) and ZnSe window. The 
samples were pretreated in situ under He flow at 403 K, 
then they were reduced under 40%  H2/He flow up to 
723  K for 1  h. The samples were cooled again at 298  K 
under He flow to remove  H2 and the corresponding back-
ground spectra were taken. Ethanol vapors were gener-
ated by passing He (20 mL min−1) through a saturator at 
283  K. The ethanol adsorption was conducted employ-
ing an ethanol/He flow (20 mL min−1) for 1 h at 323 K. 
The TPSR desorption measures were carried out heating 
the sample from 323 K up to 723 K, at 20 K min−1 under 
 H2O/He flow (40 mL min−1). This mixture was generated 
by passing He (40  mL  min−1) through a saturator with 
 H2O at 293 K. The spectra were collected at every 50 K 
with a spectral resolution of 4  cm−1 and 64 scans. The 
effluent was analyzed by on-line mass spectroscopy (MS). 
The fragments of  H2, ethylene,  CO2 acetaldehyde, etha-
nol (m/z =  2, 26, 44, 29 e 31, respectively) and acetone 
(m/z = 43, 58, 60) were continuously monitored.

Catalytic tests
Catalytic tests were performed using a conventional 
system with a fixed bed reactor (PFR) at 1  atm and a 
mixture flow of 70  mL  min−1 comprised of  N2:  H2O: 
 C2H5OH = 91:8:1 mol %. Ethanol and  H2O vapors were 
generated by passing  N2 through two saturators, one 
at 278 K and the other at 325 K, respectively. The sam-
ples were previously dried under  N2 flow (90 mL min−1) 
at 403  K for 30  min and reduced in  situ under  H2/N2 
flow (10% 100 mL min−1) at 723 K for 1 h. The reaction 
rates were measured at differential conditions (con-
version  <10%) at 623  K. The isoconversion catalytic 
tests (35% conversion) were performed at 673  K and 
50  mL  min−1. The products were analyzed on-line with 
gas chromatograph GC Agilent 6890 equipped with two 
detectors (thermal conductivity and flame ionization) 
and a Porapak-Q/60ft column using He as the carrier gas. 
The samples were analyzed every 23 min during 12 h on 
stream. The ethanol conversion was defined as the ratio 
of the moles of ethanol consumed to the moles of ethanol 
introduced in the feed. The definition of the selectivity to 
one specific compound is the ratio of the number of C 
mol consumed to synthesize this compound to the total 
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number of C mol consumed. The C balance was always 
higher than 95% for all the catalysts tested.

Abbreviations
CZA: CuO/ZnO/Al2O3 catalyst; ZrO2: monoclinic  ZrO2 catalyst; CeZr: Ce0.75Zr0.25O2 

catalyst; Roxyg: ratio between the oxygenate compounds syntheses and ethanol 
total consumption rates; Rolef: ratio between the ethylene formation and 
ethanol total consumption rates; Racet: ratio between the acetone generation 
and the oxygenate compounds syntheses rates; WGS: water gas shift; RWGS: 
reverse water gas shift; IR: infrared; FTIR: fourier transform infrared spectros-
copy; DRIFTS: diffuse reflectance infrared fourier transform spectroscopy; MS: 
mass spectrometer; TPSR: temperature programmed surface reaction; TPD: 
temperature programmed desorption; TPD-CO2: temperature-programmed 
desorption of  CO2; XRD: X-ray diffraction; TPD-H2O: temperature-programmed 
desorption of  H2O; TPR: temperature-programmed reduction; TCD: thermal 
conductivity detector; PFR: fixed bed reactor; GC: gas chromatography.

Authors’ contributions
PCZ- She carried out and interpreted the data obtained with the TPSR fol-
lowed by IR-MS. She interpreted the characterization results. She was also 
involved in drafting and revising critically the manuscript. CPR- She carried out 
the TPSR followed by IR-MS, interpreted the data of the catalytic tests (isocon-
version and rates) and the characterization results. She was also involved in 
drafting and critically revising the manuscript. LGA- She conceived, designed 
and coordinated this study. She correlated the experimental data with the 
reaction model. She was also responsible for drafting the manuscript. All 
authors read and approved the final manuscript.

Acknowledgements
The authors acknowledge Camila G. Silva, Renata dos Santos, and Flávia de 
Almeida Ferreira (DCAP/INT) for their assistance in the experimental phase 
of the study. A special thank you note to CNPq and FAPERJ for their financial 
support.

Competing interests
The authors declare that they have no competing interests.

Publisher’s Note
Springer Nature remains neutral with regard to jurisdictional claims in pub-
lished maps and institutional affiliations.

Received: 4 January 2017   Accepted: 20 February 2017

References
 1. Howard WL (2004) Acetone. In: Seidel A (ed) Kirk-Othmer encyclopedia of 

chemical technology, 5th edn. Wiley, New York, pp 160–177
 2. Selvin R, Rajarajeswari GR, Roselin LS, Sadasivam V, Sivasankar B, Rengaraj 

K (2001) Catalytic decomposition of cumene hydroperoxide into phenol 
and acetone. Appl Catal A 219:125–129

 3. Jang YS, Kim B, Shin JH, Choi YJ, Choi S, Song CW, Lee J, Park HG, Lee SY 
(2012) Bio-based production of C2–C6 platform chemicals. Biotechnol 
Bioeng 109:2437–2459

 4. Posada JA, Patel AD, Roes A, Blok K, Faaij APC, Patel MK (2013) Potential 
of bioethanol as a chemical building block for biorefineries: preliminary 
sustainability assessment of 12 bioethanol-based products. Bioresour 
Technol 135:490–499

Additional file

Additional file 1: Figure S1. Depicts the conversion of ethanol versus 
time on stream (TOS) at 673 K, 70 mL min−1,  N2:H2O:C2H5OH = 91:8:1 
employing CZA,  ZrO2 and CeZr. Different masses of the catalysts were 
used in order to reach the isoconversion (~ 35%).

 5. Rodrigues CP, Zonetti PC, Silva CG, Gaspar AB, Appel LG (2013) Chemicals 
from etanol-The acetone one-pot synthesis. Appl Catal A 458:111–118

 6. Gaspar AB, Esteves AML, Mendes FMT, Barbosa FG, Appel LG (2009) 
Chemicals from ethanol-The ethyl acetate one-pot synthesis. Appl Catal 
A 363:109–114

 7. Gaspar AB, Barbosa FG, Letichevsky S, Appel L (2010) The one-pot ethyl 
acetate syntheses: the role of the support in the oxidative and the dehy-
drogenative routes. Appl Catal A 380:113–117

 8. Zonetti PC, Celnik J, Letichevsky S, Gaspar AB, Appel LG (2011) Chemicals 
from ethanol—the dehydrogenative route of the ethyl acetate one-pot 
synthesis. J Mol Catal A. 334:29–34

 9. Inui K, Kurabayashi T, Sato S (2002) Direct synthesis of ethyl acetate from 
ethanol carried out under pressure. J Catal 212:207–215

 10. Carvalho DL, De Avillez RR, Rodrigues MT, Borges LEP, Appel LG (2012) Mg 
and Al mixed oxides and the synthesis of n-butanol from ethanol. Appl 
Catal A 415–416:96–100

 11. Carvalho DL, Borges LEP, Appel LG, De la Piscina PR, Homs N (2013) In situ 
infrared spectroscopic study of the reaction pathway of the direct syn-
thesis of n-butanol from ethanol over MgAl mixed-oxide catalysts. Catal 
Today 213:115–121

 12. Letichevsky S, Zonetti PC, Reis PPP, Celnik J, Rabello CRK, Gaspar AB, 
Appel LG (2015) The role of m-ZrO2 in the selective oxidation of ethanol 
to acetic acid employing PdO/m-ZrO2. J Mol Catal A. 410:177–183

 13. Iwamoto M (2015) Selective catalytic conversion of bio-ethanol to 
propene: a review of catalysts and reaction pathways. Catal Today 
242:243–248

 14. Liu C, Sun J, Smith C, Wang Y (2013) A study of  ZnxZryOz mixed oxides for 
direct conversion of ethanol to isobutene. Appl Catal A 467:91–97

 15. Makshina EV, Janssens W, Sels BF, Jacobs PA (2012) Catalytic study of the 
conversion of ethanol into 1,3-butadiene. Catal Today 198:338–344

 16. Murthy RS, Patnaik P, Sidheswaran P, Jayamani M (1988) Conversion 
of ethanol to acetone over promoted iron oxide catalysis. J Catal 
109:298–302

 17. Nakajima T, Nameta H, Mishima S, Matsuzaki I, Tanabe K (1994) A highly 
active and highly selective oxide catalyst for the conversion of ethanol to 
acetone in the presence of water vapour. J Mater Chem 4:853–858

 18. Nakajima T, Yamaguchi T, Tanabe K (1987) Efficient synthesis of acetone 
from ethanol over ZnO–CaO catalyst. J Chem Soc Chem Commun  394–
395. doi:10.1039/C39870000394

 19. Nakajima T, Tanabe K, Yamaguchi T, Matsuzaki I, Mishima S (1989) Conver-
sion of ethanol to acetone over zinc oxide-calcium oxide catalyst: optimi-
zation of catalyst preparation and reaction conditions and deduction of 
reaction mechanism. Appl Catal. 52:237–248

 20. Nishiguchi T, Matsumoto T, Kanai H, Utani K, Matsumura Y, Shen WJ, Ima-
mura S (2005) Catalytic steam reforming of ethanol to produce hydrogen 
and acetone. Appl Catal A 79:273–277

 21. Bussi J, Parodi S, Irigaray B, Kieffer R (1998) Catalytic transformation of 
ethanol into acetone using copper–pyrochlore catalysts. Appl Catal A 
172:117–129

 22. Idriss H, Seebauer EG (2000) Reactions of ethanol over metal oxides. J Mol 
Catal A. 152:201–212

 23. Yee A, Morrison SJ, Idriss H (1999) A study of the reactions of ethanol on 
 CeO2 and Pd/CeO2 by steady state reactions, temperature programmed 
desorption, and in situ FT-IR. J Catal 186:279–295

 24. Mars P, Van Krevelen D (1954) Oxidation carried out by means of vana-
dium oxide catalysts. Chem Eng Suppl. 3:41–57

 25. Voss B, Schjφdt NC, Crunwaldt JD, Andersen SI, Woodley JM (2011) Kinet-
ics of acetic acid synthesis from ethanol over a Cu/SiO2 catalyst. Appl 
Catal A 402:69–79

 26. Letichevsky S, Tellez CA, De Avillez RR, Da Silva MIP, Fraga MA, Appel LG 
(2005) Obtaining  CeO2–ZrO2 mixed oxides by coprecipitation: role of 
preparation conditions. Appl Catal B 58:203–210

 27. Di Cosimo JI, Díez VK, Xu M, Iglesia E, Apesteguía CR (1998) Structure 
and surface and catalytic properties of Mg–Al basic oxides. J Catal 
178:499–510

 28. Ganduglia-Pirovano MV (2015) The non-innocent role of cerium oxide in 
heterogeneous catalysis: a theoretical perspective. Catal Today 253:20–32

 29. Parrot SL, Rogers JW, White JM (1978) The decomposition of ethanol, 
propanol and acetic acid chemisorbed on magnesium oxide. Appl Surf 
Sci 1:443–454

http://dx.doi.org/10.1186/s13065-017-0249-5
http://dx.doi.org/10.1039/C39870000394


Page 11 of 11Rodrigues et al. Chemistry Central Journal  (2017) 11:30 

 30. Daturi M, Appel LG (2002) Infrared spectroscopic studies of surface prop-
erties of Mo/SnO2 catalyst. J Catal 209:427–432

 31. Zonetti PC, Letichevsky S, Gaspar AB, Sousa-Aguiar EF, Appel LG (2014) 
The  NixCe0.75Zr0.25−xO2 solid solution and the RWGS. Appl Catal A 
475:48–54

 32. Aranifard S, Ammal SC, Heyden A (2014) On the importance of metal–
oxide interface sites for the water–gas shift reaction over Pt/CeO2 
catalysts. J Catal 309:314–324

 33. Wang LC, Khazaneh MT, Widamann D, Behm RJ (2013) TAP reactor studies 
of the oxidizing capability of  CO2 on a Au/CeO2 catalyst—a first step 
toward identifying a redox mechanism in the reverse water–gas shift 
reaction. J Catal 302:20–30

 34. Goguet A, Meunier FC, Tibiletti D, Breen JP, Burch R (2004) Spectrokinetic 
investigation of reverse water-gas-shift reaction intermediates over a Pt/
CeO2 catalyst. J Phys Chem B. 108:20240–20246

 35. Chen B, Ma Y, Ding L, Xu L, Wu Z, Yuan Q, Huang W (2013) Reactivity of 
hydroxyls and water on a  CeO2 (111) thin film surface: the role of oxygen 
vacancy. J Phys Chem C 117:5800–5810

 36. Phatak AA, Delgas WN, Ribeiro FH, Schneider WF (2009) Density func-
tional theory comparison of water dissociation steps on Cu, Au, Ni, Pd, 
and Pt. J Phys Chem C 113:7269–7276

 37. Yamada Y, Segawa M, Sato F, Kojima T, Sato S (2011) Catalytic performance of 
rare earth oxides in ketonization of acetic acid. J Mol Catal A. 346:79–86

 38. Parida K, Mishra HK (1999) Catalytic ketonisation of acetic acid over modi-
fied zirconia: 1 effect of alkali-metal cations as promoter. J Mol Catal A 
139:73–80

 39. Finocchio E, Daturi M, Binet C, Lavalley JC, Blanchard G (1999) Thermal 
evolution of the adsorbed methoxy species on  CexZr1−xO2 solid solution 
samples: a FT-IR study. Catal Today 52:53–63

 40. Binet C, Daturi M (2001) Methanol as an IR probe to study the reduction 
process in ceria–zirconia mixed compounds. Catal Today 70:155–167

 41. Young RP, Sheppard N (1967) Infrared spectroscopic studies of adsorption 
and catalysis: acetone and acetaldehyde on silica and silica-supported 
nickel. J Catal 7:223–233


	Chemicals from ethanol: the acetone synthesis from ethanol employing Ce0.75Zr0.25O2, ZrO2 and CuZnOAl2O3
	Abstract 
	Background
	Results and discussion
	The dehydrogenation versus the dehydration of ethanol
	The redox step
	The redox step and the oxides (CeZr and ZrO2)
	The redox step and CZA

	The acetone generation step
	The ketonization step and the oxides (CeZr and ZrO2)
	The ketonization step and CZA
	The TPSR followed by IR-MS (DRIFTS) spectroscopies


	Conclusion
	Experimental
	Catalysts
	Characterization
	Infrared spectroscopy of adsorbed pyridine
	Temperature-programmed desorption of CO2 (TPD-CO2)
	Temperature-programmed reduction (TPR)
	Temperature-programmed desorption of H2O (TPD-H2O)
	Temperature programmed surface reaction followed by MS

	Catalytic tests

	Authors’ contributions
	References




